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Models: 

RD-MC-007/Set – Slump Test Set 
 

Standards: 
EN 12350-2 
 

Description: 

 

The Slump test method is used for the determination of 
the consistency and workability of fresh concrete. 
 
The Slump Test Set are supplied complete with: 
- Slump cone (top dia. 100±2 mm, base dia. 200 ±2 mm, 

height 300±2 mm, thickness 1.5 mm). 
- Slump base plate 500x500x60 mm with handles Slump. 
- Slump funnel. 
- Tamping Rod Ø16x600 mm. 
- Round Scoop. 
- Steel ruler 300x1 mm. 
 
All items supplied galvanized to prevent corrosion. 
Weight approx.: 1 kg 
 


